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Yichang:

2000

Luo Yang Zhonggui:  

1st phase: 300(2005.8)

700 (2007)

2nd phase: 2000 (2008)

Le Shan Austar:

1260 (2007.2)

Distribution of Si Feed-Stock in China
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Suntech:

300MW

Najing PV-Tech:

200MW

Ningbo Solar 

Energy Power:

100MW

Tianwei Yingli:  60MW

Shenzhen Topry: 

68MW

Top ten manufactures of Solar Cell 

Capacity at the end of 2006
Jing Ao:  70MW

Solarfun:

100MW

Sun flower:

100MW

Motech:

200MW
Zhejiang

Huanqiu:
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Color Grade Annual Value KWh/

m2

Daily Value

KWh/m2

Red Best 1860 5.1

Orange Good 1500 – 1860 4.1 – 5.1

Yellow General 1200 – 1500 3.3 – 4.1

Blue Poor < 1200 < 3.3

The number of villages and Homes without 

electricity network in China around 2002



The Application of PV System:

Stand alone system in 5 western Province

Shenzhen: 

1MW Grid PV System

Grid PV System (Beijing)

100kW+300kW+50kW

Plane: 100kW+100kW

Main sale center and applied products 

manufactures center inChina

Sale center of 

Stand alone PV 

system to west

>10 sales 

companies

Manufacture and 

sale center of PV 

light system to 

abroad

>20 companies



The Si feed stock production Line

Capacity (Ton/Y) Finish time

Sichuan E’Mei Si feed stork pilot line 100 1999

Sichuan E’Mei Si Feed Stock Production 200 2006

Luo Yang Zhong Gui (First Phase 300 Ton 

project)
300 2005.8

Luo Yang Zhong Gui (First Phase, 700 Ton 

project)
700 2007

Luo Yang Zhong Gui (Second Phase)
2000 2008

1260 2007.2

Total 4560 2007 2008

The manufacture of Si ingot (2005)

Manufacture Type Capacity Ton Production Ton

Ling Long Mono Ingot 2250 1126

Jinzhou Huari Mono Ingot 800 400

Trina Solar Mono Ingot 180 60

New Energy Research 

Instittue of Qinghai

Mono Ingot 270 0

Tianwei Yingli Cast 770 260

Ningbo Jingyuan Cast 90 40

Jingsu Sunda Mono Ingot 350 100

Jinggong Cast 132 0

Rest Mono Ingot 1000 400

Total 5842 Mono Si 4850 Poly Si 992
2386

Mono Si 2086 Poly Si 300



Mane
Production in 2005

MWp/Y

Capacity at the end of 2006

MWp/Y

Suntech 82 300

Ningbo Solar Power 20 100

Zhejiang Sunflower 0 100

0 80

Nanjing PV-Tech 5 200

Trinar Solar 0 50

Tianwei Yingli 3 60

Yunnan Tianda PV 3 50

0 50

Jiangsu Linyang Solafunr 1 100

Jing Ao Solar 0 75

Shenzhen Topry
9.6

Mono 3 A-Si6.6

68

Mono38 A-Si30

2 A-Si 2 a-Si

0 50

Shenzhen Jiawei 0 40

0 50

0 25

0 30

The manufacture of Si solar cell

Mane
Production in 2005

MWp/Y

Capacity in the end of 2006

MWp/Y

7 25

0 25

0 25

0 25

0 20

0 20

0 20

0 15

2.1 7.5

2 5

0 5

9 20

0 10

0 10

0 10

0 1

Total

145.7

Crystalline 133

a-Si12.7

1673.5

Crystalline1629

a-Si44.5

The manufacture of Si solar cell



Top 15 solar cell manufactuers in 

the World in 2005 and 2006

2005

2006

2006
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